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 SEQ CHAPTER \h \r 1
SECTION 09670 - FLUID APPLIED FLOORING

A. 
SUMMARY

1. 
Fluid Applied Flooring:

a. 
Fluid-applied flooring and base.

b. 
Divider strips and accessories.

c. 
Integral colored patterns.

B. 
QUALITY ASSURANCE

1. 
Samples to establish required sheen, color, and texture.

C. 
FIELD QUALITY CONTROL

1. 
Testing Agency: Contractor employed.

D. 
MATERIALS

1. 
Fluid-Applied Flooring:  Epoxy, two component.

2. 
Non-slip Surfacing:  Mineral, color as selected by Architect.

3. 
Mildew Resistance:  No growth.

E. 
ACCESSORIES

1. 
Divider Strips:  Zinc, height to match flooring thickness, with anchoring features; color as selected.

2. 
Cant Strips:  Molded of flooring resin material.

3. 
Primers and Adhesives:  Waterproof; types recommended by flooring manufacturer.

F. 
INSTALLATION

1. 
Apply in accordance with manufacturer's instructions.

2. 
Apply each coat to minimum thickness indicated.

3. 
Finish to match selected texture, color, and sheen in a level surface.
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